
TIS ASTM JIS ISO DIN

TIS-11 D-412 K-6301(1) ISO-34A  -

TIS-538 D-638 K-6301(2) ISO-34 B  -

TIS-651 D-642 K-6301(3) ISO-37  -

TIS-652 D-746 K-6301(4) BS-6746  -

TIS-683 D-1004 K-6402 ISO-3167  -

TIS-947 D-1822  K-7113(1)

D-1983 K-7133(2)

Standards

             We give you satisfaction Specimen Sample Cutting Dies 

Specimen Sample Cutting Dies 

Specimen Sample Cutting Dies is a equipment  for  rubber and plastics,leather. This 
high quality range of specimen cutting dies and sample cutter are made exactly 
according to the standards and are highly accurate for perfect preparation of test 
specimens.

Standards TIS, ASTM, DIN, ISO, or JIS . 

D 1983 K 7133(2)

 D1922 K-6781

K-6370

K-6771

Style A B C D G R1 R2

1 120 25 40 10 ±0.1 40 +2/-0 21 25

2 100 25 20 10 ±0.1 20 +2/-0 21 25

3 100 25 20 5 ±0.1 20 +2/-0 11 25

4 100 15 20 5 ±0.1 20 +2/-0 40 0

150 40 50 20 40 25 25

1 175 20 ±0.5 60 ±0.5 10 ±0.5 50 ±0.5 60 0

2 115 25 33 ±2 6 +0.4/-0 25 ±1 14 ±1 25 ±2

120 25 40 10 40 14 25

115 25 ±1 33 ±2 6 +0.4/-0 25 ±1 14 ±0.5 25 ±2

1 120 25 40 10 40 21 25

3 100 25 20 5 20 11 25

A 140 25 ±1 59 ±2 12 +0.05/-0 50 ±0.5 14 ±1 25 ±2

B 140 25±1 59 ±2 6 +0.05/-0 50 ±0.5 14 ±1 25 ±2

C 115 25±1 33 ±2 6 +0.05/-0 25 ±0.25 14 ±1 25 ±2

D 100 16±1 33 ±2 3 +0.05/-0 25 ±0.25 14 ±1 16 ±2

E 125 16±1 59 ±2 3 +0.05/-0 50 ±0.5 14 ±1 16 ±2

F 125 16±1 59 ±2 6 +0.05/-0 50 ±0.5 14 ±1 16 ±2

1 165 19 +6.4/-0 57 ±0.5 13 ±0.5 50 ±0.25 76 ±1 0

2 183 19 +6.4/-0 57 ±0.5 6 ±0.5 50 ±0.25 76 ±1 0

1 100 25  - 5 20 11 25

2 100 15  - 5 20 40
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